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E?-Em— — =E= Environmental Management Services, Inspections,
= xg E E a Assessments. Specifications, Air Moniioring,

A Califomia {orporation Sampling, Anafysis, Awareness Training

September 24, 2014

Mr. Jorge Duran

Code Enforcement Manager
City of Victorville

14343 Civic Drive
Victorville, CA 92392

Phone: (760) 243-6309
Fax: (760)269-0074

Subject: Residential Structure Asbestos Survey
14499 Turner Road, Victorville, CA
Infotox, Inc. Project # 142123

Degr Mr. Duran:

On September 18, 2014, Infotox, Inc. performed asbestos surveys of the two single story
residential structures and pool located at 14499 Turner Road, Victorville, CA

The surveys were conducted in accordance with CAL/OSHA, EPA AHERA and Mojave
Desert Air Quality Management District sampling protocols using non-destructive
representative sampling techniques.

Michael Nieuwlandt, Certified Asbestos Consultant # 92-0271, performed the asbestos
survey.

The suspect bulk material samples were delivered to an independent NVLAP approved
laboratory for analysis by Polarized Light Microscopy (PLM). The method of analysis
used has a fimit of detection of 1%. CAL/OSHA defines an asbestos containing
construction material (ACCM) as a material coniaining greater than 1/10 of 1% asbestos.
Other government agencies define an asbestos containing material (ACM) as a material
containing greater than 1-% asbestos,

LA Testing, 520 Mission Street, S. »I’a'sadena, CA, NVLAP Lab Code: 200232-0,
performed the laboratory analysis, The phone number for LA Testing is (323) 254-5960.

Attached to this letter is a prepared inspection report that identifies in detail each of the
collected suspect materials including sample descriptions, locations and quantities. Also
inciuded within the survey report are independent laboratory analytical results, site
diagrams, photographic documentation, and inspector and laboratory gualifications.

9251 Oron Parkway, Suite J » Riverside Cofifornia 925090906 - (951) 685-5053 / Fa\'@SH 1 FRS543
infoiovesheglobal.net
Catifurnia Certificd Asbestos Consultants
California Certificd Small Business # 28476



Asbestos containing materials are not considered a health hazard until and unless asbestos
fibers are released into the atmosphere,

A fiber release may occur from many causes. Common causes of fiber release include
mechanical force, delamination after water damage, air movement over damaged
materials, etc.

Infotox, Inc. recommends that disturbance of asbestos containing materials be avoided to
prevent exposure to airborne asbestos fibers.

EPA (NESHAP) and Mojave Desert Air Guality Management District (MDAQMD)
regulations require that asbestos confaining materials be removed from 2 structure prior to
demotition or renovation activities that may disturb the materials.

Asbestos reiated work must be performed by California Licensed and Registered
Asbestos Abatement Contractors. Limited exceptions to this requirement are allowed by
various regulatory agencies. Infotox, Inc. recommends that only California Licensed and
Registered Asbestos Abatement Contractors be utilized to perform asbestos related work.

If you should have any questions regarding this report, please call our office at your
convenience.

Thank you for the opportunity to provide you with these asbestos management services.

Sincerely,
Infotox, Inc. by

/WVWM

Michael A. Nieuwlandt
President

Certified Asbestos Consultant
No. 92-0271

Page - 2 14212311 .doc
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How to read the "Sampie Summary Reports”

Thhupmhacompuheofsuofthnumpluwumdfmahmmh&ubuMmyprojm

The Repart Title identifies the scope of the report.

'Ihnwords“smleSummnryReport(Bmejea)‘mmthatﬂzerepoﬁisasummaryrepoﬂfbrallofﬁ;ebuﬂding
mmhlsmplucollamdonthapojwt.

mww'wwmmyM)”mmm@mawmmMmm
individusl survsy sample aross.

mm'wwmwmwmmr'mmmmmmmﬁm
a&ﬂufﬁehﬂdhgnﬁdmpluwﬂﬁdmmwmhtmmﬂymdwwﬂmﬂyﬂdmmwh
asbestos positive.

'Ihowﬂ"SmpleSumuynspoﬁ(AsmeoﬁﬁvebyAroa)‘mmthntﬂwuponkanmuymonﬁwdl
ofﬁehuﬂdhsmialmplwwﬂemdmﬂmpmjeuﬁummﬂyudwmmﬂyﬁwl laboratory to bs
asbestos positive with page breaks for the individual survey sample areas.

Zm(mmmuwmwmw@@wmnt for Asbestos).

qumummmmmmmﬂmmkmmmmmmmﬁm
for asbestos pesitive materiale.

;

mummmmmmmﬁuﬁmmﬂmachmwwmmm



Misaeodeﬁorﬂmypeofasbuﬁoldetmdintheeollmdbulkmmrialanmpk.'l‘heeodedmeripﬁonsmybe
foundinthelegmdatﬂxebomgfeach&mphﬁmmmmpag&

TYPE of MATERIAL

Thishabﬁﬁ'duﬂipﬁmofthewﬂechdbummﬂalmple.

%

mpmeutmcmuofasbmdmimdhythahbomwymlemﬂyﬁs.

COND :
Awmdidenﬁﬁmﬁrﬂ:smﬂi&iﬁﬁafthemwmntﬂxenmpleeoilaeﬁmlooﬁon(@m@hk,or?m).
ACCESS . ‘
ﬁwmdidmﬁﬁutbrﬁemvdﬁwﬁchmempmmmﬂmyhmmd(ﬁuy.mahenmswﬂ).
DIST

A word identifier for the potential for disturbanos of the sampled material (Low, Moderate, Eigh).

COMMENTS
Awmmmwwmmmﬂmmmmmemmmmlmm
quantities, and general notes. :




Page 1 Sazple Summary Report (By Project)
Project Id: 142123 A

Repurt Date: 09/24/14

PRI SAMPLE TYPE OF MATERIAL YR 2 COND ACCEBS DIBT

Arep ID: 14499 TURNER, SIRUCTURE { plan/sheet raf W/A /B 1

0 1 HOTE-OM 0.00 POOR EABY HIGR
PHOTOGRAPH ONLY

FLCOR TILE NASTIC

0 1-02 KD 0.00 POOR BASY HIGH
WALL PLASTER

0 =03 ¥ 0.00 PCOR EASY HIGE
PAPER

1 1-04 c 2.00 PODR OVERMEAD HIGH

DRYWALL ARD JOINT COMPOUND

o 1-05 KE  0.00 Q00D SPECIAL LOE
FLODR TILE MASTIC

0 1i-0&8 ¥D  0.00 PCOR EASY EIGH
WALL FLASTER

0 1-07 KD 0.00 POOR EASY HIcE
WALL PLASTER

0 %-DB ND  0.00 PAIR SPECIAL Lo
12" FLOOR TILE

¢ 1-09 ¥D  0.00 GOOD SPECIAL Low
FLOOR TILE MASTIC

g 1-10 ND d.00 POOR EASY KOoD
BTUCCD
Acbestos "TYP' code legand: 'C° - chrysotile "A’ - amosite
'CR' -~ erocidelite "rR' - tremolite
‘aN® - anthopnyllite ‘aR' - pocinolita

'ND* - not detected
Traca and amounts less than 1% are reported as -1%

BHOTO OF STRUCTURE 1(BAST STRUCTURE). HOOD
FRAMED STUCCO O SLAB. DAMAGE & DESRIS ARE
THROUGHOUT & ARGUND.

COLLECTED FROM AREA 2 FLOOR @ [/W. BLACK MAS-
TIC O CONCRETB. FROM PAST 3™ TILE. AREAS 1,
2:3:4.

COLLECTED FROM AREAR 5 WEST WALY.. TYPICAL OF
WALLS TEROUGHOUT. BTUCCO TEXTURE PLASTER,
DAMAGE & DEBRIS.

COLLECTED FROM AREA 5 WEST WALL BERIND -52
PLASTER.

COLLECTED FRCM AREA 1 CEILING @ BAST CENTER.
DAMAGE & DEBRIS. ASBESTCS DETECTED IN JOINT
COMEOUND. ASFROX. 500 SFT.

COLEECTED FROM AREA 1 FLOOR @ N/Y CORMER.

APPEARS TYRICAL OF -01t.

COLLECTED FROM ABEA 7 NORTH WALL @ CENTER.
APPEARS TYPICAL OF -02 PLRSTER.

COLLECTED FROM ARRA 3 KORTH WALL EAST OF
ENTRY. APPERRS FTYPICAL OF -02 & -06.

COLLECTED FROM ARER 3 FLOOR @ BAST EWTRY.
WHITE W/BLACK SELF-STICK TILE. OVER CONCRETE
& -09 MASTIC. ARER 3 ONLY.

COLLECTED FROM ARER 3 FLOUR UNDER -08 TILE.
BLACK MASTYIC.

COLLECTED FROM SCUTH EXTERIOR WALL 0 AREA £.



Page 2
Project Id: 42123 A
Report Date: 09/24/14

BRI  SAMPLE TYPE OF MATERIAL
e i-1n
BTUCCO
¢ 1-12
STUCCO
4 -3
FAPER
0 1-14

Bample Summary Report

o)

D

HIKDCW SLAZING COMPOUND

4 1-15

RCOF MASTIC
0 1-16

ROOF MATERTAL
0 1-17

ROOFING FELT
¢ 1-18

ROOF MATERIAL
o 1-i9

RCOFING FELT
o 1-20

RCOF MATERIAL
8 1-2t

ROCF MATERIAL
1 =22

DRYWALL AND JOINT COMPOUND

asbestos ‘TYP' code legend: °‘C'
I’CRI
IMI
INDC

Trace and amounts less than 1% are

- ghrysotile
- crocidolite
- anthophyllite
- not datectad
reported as -1%

0.09

9.00

0.00

{By Project)
COND ACCESS DIsT

""""" ommsr  w
P00R EASY ¥OD
BOOE, BASY HOD
POOR EASY now
TAIR SPECIAL LOW

&.00

9.00

0.60

0.00

2.00

.00

=-1.08

POOR

SPECIAL MOD

POCR SPECIAL HOD

POOR

POOR

PDOR

POOR

SPECIAL MOD

SPECIAL MOD
BABY HOD
EASY MOD
OVERHEAD BIGH

- amosice
-~ tramolits
- gctinolite

COLLECTED FROM NORTH EXTERIOR WALL EAST OF
ENTRY.

COLLECTED FRCM WEST EXTERIOR WALL @ ARER 3.

COLLECTED FROM WEST EXTERICOR WALL BERIND -2
BTUCCO,

COLLECTED FROM AREA 2 NORTH WINDOW. <1 B8F7.
2 WINDOWS CHLY AREA 2.

COLLECTED FROM ROOP B S/W VBT PIPE. GREY/BLK
APPROX 3 SFT ¢ 2 VENT PIPES & CEIMNEY FLASH-
ING.

COLLECTED FRUM ROQF § 3/v. TOPF LRYER. WHITE

ROLLED ROOFING, MISSING, DAMAGE & DEBRIS.

COLLECTED FROM ROOF € 5/¥. UMDER -16 RODFING.

COLLECTED FROM ROOF § 8/W, 2KD LAYER GREEN
ROLLED ROOFING. ROT ROTED AT ENTIRE ROOF.

CCLLECIED FROM ROOF @ §/% UNDER -18 ROOFING.

COLLECTED FROM GROURD § &/%. TARS & FELTS W/
ROCE FINISH. APPEARS TO BE DEBRIS FROM ELSE-
WEERE. BT @ 75 SFT OVER A 25 SFT AREA.

COLLECYED FROM GROUND @ 5/U. TYPICAL OF -16 &

-20.

COLLECTED TRCM AREA 3 CEILING § R/W. ARPEARE
TYPICAL OF -04 DRYWALL & JOINT. SEE -04 ¥OR



Page 3 Sample Eummery Report (By Project)
Project id: 142123 A
Report Date: 09/24/14

PRI SAMPLE IYPE OF MATERIAL e % COND ACCESS DIST COMMENTS

Mumber of Samples Reported in this 2 page report ig ~-----p 23 .

hshestos ‘TYP’ code legend: °C° - chrysotils 'A' - xwogite
'eR' - crocidolite ‘TR - tremclite
‘AN - anthophyliite 'AQ" - actinolite

‘¥D* - pot getected
Tyece and amounts less than 1% are raportsd as -1%



Page 1
Frojact Id:
Report Data:

142123 B
09/24/14

TYPE OF MATERIAL

fample Summary Report (By Proiect)

Area ID: 14499 TURNER, STRUCTURE 2 plan/sheet ref N/A /B ¢

0 2 HOTE-01
PHOTOGRAPH ONLY

[ 2-0 ®e
DRYWALL AND FOIRT COMPOUND
Q 2=02 KD
DRYWALL AND JOINT COMPOURD
[+4 2-03 D
DRYWALL AND JOINT CCMPOUND
e 2-04 P
PAPER
4] 2-05 jilv}
STUCCD
0 2-06 i}
STUCCo
Q 2-07 ND
STUCCO
i 2-08 c
ROOT MASTIC
g 2-019 NE
ROOF MATERIAL
o 2-10 b
ROOFING FELT
Asbaatos 'TYP' code legend: 'C' - chrysotile
*CR' - crocidelite
'AR' - anthophyllite
'Np' - not detected

Prace and amounts iess than 1% are repurted as -in

o
0.00 BOOR ZASY HiGH
0.0C POOR EASY BIGH
0.00 PCOR COVEZRHEEAD HIGH
¢.00 POCR BASY HIGH
0.00 POOR BASY MOD
0.00 PCOR EASY Hop
0.30 DBOOR EASY HOD
8.60 PCOR EASY MOD
15.00 PCOR SPECIRL MoD
0.00 POOR SPECIAL MOD
0.00 POCR SPECIAL MOD
'A' - amosite
'TR' - tremolits
‘AC' - actinclice

PHOTO OF STRUCTURE Z. ®OOD FRAMED STUCCO ON
SLAB. DAMAGE & DEBRIS THROUGHOUT & AROUND.

COLLECTED FROM RAREA 5 WALL & X/E CORNER., TYP-
ICAL OF PARTIAL WALLS & CETLINGS T AREAS 7.
2,4,5. RPPROX €00 BFT. -01,-92,-03 APPEAR
TYPICAL.

COLLSCTED FROM AREA 4 CEILING ¢ RORTH CENTER.

COLLECTED FROM AREA 1 WALL # N/I? CORMER.

COLLECTED FROM ERET EXTERIOR WALL NORTH OF
AREA 4 ENTRY. BEHIND ENTERIOR STUCCO.

COLLECTED FROM EAST EXTERIOR WALL NORTH OF
RREA 4 ENTRY. -05,-06,-07 APPEAR TYPICAL.

COLLECTED FROM EXTERIOR WALL Q N/E CORMER.

COLLECTED FROM WEST ENTERIOR WALL NORTH OF
AREZR 6.

CCLLECTED FROM ROOP @ WBST CEWTPER VENT PIPE.
TYPICAL OF 3. APROX 2 SFT.

CULLECTT FROM RODF @ WEST CENTER. WHITR
ROLLED ROOFING.

COLLECTED FROM ROOF § WEST CEKXTER. BELOW -0%
ROCFING.



Page 2 Sample Summary Report (By Projeot)

Project Id: 142123 B
Bsport Date: 08/24/14

PRI SAMPLE TYPE OF MATERIAL P 3 COND ACCESS DIST
¢ 2-0 KD .00 POOR SPECIAL Hop
ROOF MATERIAL
0 2-12 BB 0.00 POOR SPRCIAL MCD
ROQOFING FELY
Womber of Samples Raported in this 2 peage report ig -----= > 13 .
Asbestos 'TYP® code legend: fC° - ehrysotile A - gmosite
'cR' - crocidolite '"'R* - ctremolits
fam® - gnthophyllite 'AC" - autinclite

D¢ - not detected
Trece and amounts less then 1% are reportad s -1%

COLLECTED FROM RCOF @ N/W. TYPICAL OF -02
ROOFING.

COLLECTED FROM ROOF @ K/W. TYPICAL OF -10
FELT.



Page 1 Sample Summary Report (By Project)
Project Id: 1427123 C
Repart Date: 83/24/14

PRI  SRNPLE TYPE OF MATERIAL YP ¢  COXD ACCESS DIST  COMMENTS

mmmn mmesar 000 2 msesessses e ——— mmeemw sam= commae ———— [

Area ID: 14499 TURKER, POOL plan/sheet raef N/A /B 1

0 P KCOTE-M NP $.00 POOR EASY Low PHOTO OF PCOL 3' (@ SHALLOW END 3' 3 CENTER
PHOTOGRAPH ONLY o' 8 END.

& p=01 ¢ -7.00 FAIR EASY LowW CCLLECTED FROM ROOL § EAST STEPS. ~01,-02,-03
PLASTER APPEAR TYPICAL. AFPROX. 3,600 SPT. POOL IS

APPROY. 30' X 75', 3' DEEP AT SHALLOW, 5'
DEEF AND CEWTER, ARD 10' DEEP AT DEEP BHD.

g »=02 C ~-1.00 FAIR ZASY LOW COLLECTED FROM POOL @ WEST STEPS.
PLASTER
4 P-03 c -1.00 FAIR EASY LOW COLLECTED FROM BOOL § YWEST WALL ( CENTER.
PLASTER
Number of Sarples Reported im this 1 page report is ------ » & .
Asbastos °TYP' code legend: ‘C' - chrysotile '‘A' - pmosite
‘CR' - crocidolite ‘TR' - tremolita
‘AN"' -~ enthophyllite ‘act - actinolite
iBn' - not detected

Trace and amounts less than 1% &re reported as -1%
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Page 1
Project Id: 142123 A
Report Date: 09/24/14

PRI  SAMFLE TYPE OF MATERIAL

Area ID: 144929 TURKER, STRUCTURE ¢
1 1=04

Sample Summary Report (Asbestos Positive By Project)

c

DRYWALL ANFD JOINT COMPOUND

ROCF MASTIC

1 1=-22

[+

C

DRYWALY, AND JOINT COMPOUND

Numbar of Samples Reportad in this

ashestos '"TYP' code legend: ‘C°
Imi
Gmo
!NDD

Trace and amounts less than % are

1 page roport is

- chrysotile
- crocidolice
~ anthophyllite
- not detected
raported ag -1%

% COND ACCESS DIET

plan/sheet ref W/A /B 9

2.00 POOR OVERHEAD HIGH

8.00 PAIR BPECIAL Lo

-1.00 POOR OVERHEAD HIGE

?m!
act

- smosite
= tremolite
- zgiinolite

COLLECTED FROM AREA 1 CEILING @ EAST CENTER,
DAMAGE & DEBRIS. ASBESTOS DETECTED IN JOINT
COMPOUND. APPRCX. 500 BFT.

COLLECTED FROM ROOF € S/W VENT PIPE. GREY/BLX
APPROX 3 SFT G 2 VENT PIFPES & CHIMNEY PLASH-
ING.

COLLECTED FRON ARER 3 CEILING @ N/W. APPEARS
TYPICAL OF -804 DRYWALL & JOINE. SEE -D4 FOR
QUANTITY.



Page 1 Semple Summary Report (Asbestos Positive By Project)

Project Id: 142123 B
Report bate: 08/24/14

PRI  SAMPLE TYPE OF MATERIAL ™e %  COND ACTCEBS

Area ID: 14495 TURNER, STRUCTURE 2 plen/sheat reof W/a /B 1
T 2-08 ¢ 15.00 POOR SPECIAL
ROOF MABTIC

Humbazr of Bamplas Reported in this 1 page report {8 ~——-—-> 1

MOD COLLECTED FROM ROOF @ WEST CENTER VENT PIPE.
TYPICAL OF 3. APROX 2 &F7.

Acbestos ‘TV®' code iegend:; 'C° - chrzysotile 'a' - smosite
‘CR' -~ czocidolite TR’ - tremolite
'AK® - anthophyllita AR - actimelite

‘8D° - not detectad
Trace and amounis less than 1% are reported as -1%



Page i Sample Summary Report (Asbestos Positive By Project)
Project Id: 742123 ¢©
Report Datka: 09/24/14

PRI  SAMPLE TYPE OF MATERIAL e % COND ACCESS DIST  COMMENTS

Smma  smm—es mmse=e - mEE  Armos eEes sEE——— m—m—m | mmm—————

hraa IRt 144%% TURNER., POOL plan/sheet ref N/A /B
4 P01 C ~-1.00 FAIR BASY P ) COLLECTED FRON PCOL 0 EAST STEPS. -0%,-02,-03
PLABTER APPEAR TYPICAL. APPROX. 3,600 8FT. POOL IS
APPROX. 307 % 75°, 3° DEBP AT SEALLOY, 3¢
DEEP AND CRENTER, AND 1¢° DBEP AT DEEP END.

4 3=02 c =1.00 FPAIR EBASY LOW COLLECTED FROM PO0OL § WEST STEES.
PLASTER
4 B-03 < -i.00 FAIR EREY oW COLLECEIEBD FROM FOUL @ WEST WALL @ CENTER.
FLABTER
Homber of Samplae Reported in this 1 page report 18 =----- *» 3.
Acbestos TYR' cods legend: C' - chrysotile *A* - pmosite
‘cr!' - crocidolits 'TR' - tremolite
‘aN' - sobhophyliitz 'AC' - pebinolite

‘ND' - ot detacted
Trace and emounta less than 1% are reported as -1%
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; LA Testing LA Teating Order: 221417178
H 80 Miaston Sirovt, South Pasedena, CA #1035 CustomeriD: 2INFORG

PhonefFeze  (328) 264-0980 (523} AB4-H882 CustomerPC:
W B RR S R GORR atE SN COIT PIMD:
atrc pgichasi Nieuwiandt Phona: (861) 0855035 )
infotox, Inc. Fae
8281 Oreo P.rm Racelved: 021844 1:30 PM
Suite J Anaiyeis Dele: 9232014
Riverside, CA 92509 Colected: ~ B/&/2014
| Project: 44489 Tumer Rd, Victorvilia42123

Test Report: Asbestos Analysis of Bulk iiaterials via EPA 500/R-83/118 ¥iethod using
Polarized Light Microacopy

Non-Fibrous
Heterogenaous
GrayMWhitarYeliovr
Mon-Flbrove
Hetercosnaous
LUnabls to saparnite,
103 Paper Brown 75% Callulose 25% Non-fibrous {other) None Datacted
| S214PE0008 H"‘"“'I :
1-04-Drywall Drawmil + Jont  BrownAVille 20% Celiioss 80% Nen-flbrous (other) Nene Datasctod
Fibrous
S2EITITO-0004 Het -
§Dd-doint Drywall + Joint Tan 25% bion-forous {othes) 2% Chryeofiie
Compound Non-Fiizrous
AHITHB-0004A H _
4-05 " Floor The Mdastic  Brown/Ten/Black 100% Men-fibrous (othes) Nono Dotocted
(Only) Non-Florous
3417170008 Heterogenests
1-08-Comp Wall Plasisr GraylYellow 100% Non-fibrous {other) None Datacizd
(Compoatia) MNon-Fibrous
e —" Heterogensous
1+-07-Comp Wall Piaster Gray/Green/Belge 100% Non-fibrous (other) None Detecled
PR {Composfa) Non-Fibrous
Olivia Sanilego (30} Senmy Orapaia Ph.D, Leboratory
Rosa Mendozn (12) ar ofher approved signatoty
EMBL melnisir Reify Erited to cost of analysis. Thia Paport reledcs only {0 the ssTeides reportad And mey ot bs recvodiead, Trviietl, eithou wiiten spprovel by EMB).. ERS8L bears no
Thia 1ok (o toraed by o el 90 st
mﬂwwmwgmmm swmuumnumm of G o, Tiva epart masmst e 3 e by it

omanieally bound pragonta
reguction 1o andipsls. Bemolae monived in Condition ks akmise neted. Eainkztd AOCURSGy, precision end uneariality Sats avallchie ugen et Unlos
rzoussind by MM&IW&Ws%MWMmWQaMWLWMM%
mmnmtmmmmmmmmmw

[ ritied report from 02/23/2014 16:46:28 }

Test Repor PLLG-7.28.8 Printed: 232014 348:28 P4 1




LA Testing LA Testing Order: 321417178

520 Aiission Sirest, South Passdona, CA 81030 CustarneriD: 32INFOB0
Phons/Fax  (323) 254-0860 / {323) 254-9082 CustomerPO:
Iittn:twvens LATputing com poagsencistabinbagting ProjectiD:
A pfichaei Nleuwiandt Phone: (951) 885-5053 h
infotox, inc. Fax;
9281 Orco Pam Received: Ggriari4 1:30 PM
Sulte J Analysis Date; /2212014
Riverside, CA 52508 Colecied: 6182014
]
| Project: 44499 Tumsr Rd. VictorvillaM 42123 )

Test Report: Asbestos Analysis of Bulk Materials via EPA 600/R-83/116 Method using
Polarized Light Microscopy

108 Ficor Tlle Mastic  Gray/Black 100% Mon-tibrous {other) Nons Datectod
Non-Flbrous .

JHHMTITRO000 Het

1-10-Finish Coat ~ Slueee White 100% Nen-fibrous (other) dene Detocted
MNon=Flbrous

SHATIPE010 H -

1-10-Bass Coat Sheezo Gray/Tan 100% Non-fibroue (athar) None Detected
Non-Fibrous

EEreehe, Heterogeneous

1-11-Comp Siucco GrayiWhite 100% hMon-fbrous (other) Heone Dateciad

warman

112 Stucco Gray/Blue 100% Non-fbrous (other) None Dotocted

TR -~

113 Paper Brown/Giray 6% Cefluoss 5% Non-fibrous (aifves) None Detected

swarmons Femeaocs

Analysi(s)

Oiivia Senifago (39)
Rosa Mendoza (12)

EMBL. malntalne Iebiity Brites to eoai of analyels. Tiis reporiralatad 0 By samEies repeiied ord My nstBe et i full, without twitn soorovel by EMGL. EMSL besr ab
wmmummmﬂ mmu%m raeponaibiity of o el Tids rapart st not be used by Me client to dalin
product. apprval, o endorsemant by NVLAP, NIST ar ary sgency of fadars! govemranenl Wmmwmmmmmmwm
reoomTnonds feduction prior to enaiysis, Samples reorivad i gebd conditicn unisss charvica noted. Estimaied soouracy, mmmxummmuw
egussiad by mmmmmmmmmm:ﬂmmaammmmui

Sampls analyzod By LA Tasling South Peradara, CA NVLAP Lah Cade 2002830, CAGLAP 2283

[Tnm report from 09/23/2014 16:48:28 ]
Teat Report PLM-7.28.8 Printed: 6/23/2014 3:43:28 P 2




LA Testing LA Testing Onder: 321417478

220 Mission Bireet, South Pasadena, CA 81030 CustomeriD: $2INFOE0
b Phone/Fac  (323) 254-8860 / (320) 254-6802 CustomerPO:

ProjectiD:
(atm: pichael Nieuwlandt g (951) 685.8053
e g
Riverside, CA 92809 Collected: 9182014
| Projoct: 14499 Turvsr Rd. Vietorvilef42153 )

Test Report: Asbestos Analysis of Bulk Materlale via EPA 600/R-83/1 16 Method using
Polarized Light Microescopy

114 Window Glazing T&mm 100% Non-fibrous (other) None Detocissl

SHATIROGOW Ron-Fbnous
Haterogeneous

118 Reof iasiic (Only) Gray/Biack 10% Celivices 22% Non-fibrous {othet) 8% Chirysotiie
Fibrous

SRASITITO-6073 High necLs

1-18 Roof Material Gray/Black 15% Gless 85% Non-fibrous (ether) None Detecied
Fibrous

SA4TTITO00N8 Hat

1-17 Roof Felt Black 45% Celluloze 55% Non-brous {other) None Dotocted
Fibrous

SH4TI70.0017 HO]'I'IWNS

1-i8 Roof Materis! Blaci/Grean 18% Celluiosa 88% MNon-fibrous (other) None Detecizd

sarmars .

118 Roof Falt Blgok 85% Cellulose 35% Non-fibroua (ather) ' None Datocted

i e

1-20 Roof Material Blaok 10% Qiass 80% Non-fibrous (other) None Detoctod

14770020 Mnﬂmn

121 Fesf Material Black 12% Giass 89% Non-fibrous (ather) Neno Detoctod

.

Armiyst(s) P
Olivia Santiago (30) Jamy Drapaia Ph.D, Leboratery Managar
Rosa Mendoze (12) @r. other approved slgnetory
llmxd m mmm samplas reporied sopmaduced, eeasntin it eritten aopvove] by EMEL. BUSL beors
A Vooa wbﬂ?&mwwdmmm mmugm mmmgmmwmmgm
Mﬂmﬂmwm Wmmmmmummmmm
mwummu cottion unjess athenwies noted, Eclimated Socuracy , praclsion end umesriainty data avallabin unon requedt. Littsos
Mw Hlm.m wmatariats mamdzciurod with mmmun MMMmmﬂuuwmmmnm

MWMTMMMMWL&WMOAM’

[memmu 15:40:28

e d__J\N

Tost Report PLIA-7.25.2 Printed: S/23/2014 3:48:28 P



LA Tesling Orger: 32141T7{78

Ay CustomeriD: 32INFOS0
' CustomerPO:
N ——?—*~ T W paagdanaiehdiatnging cg WD:

(win: pgichael Nisuwiandt Phone: 951) 6856053 )

+ - i;::m R/18H4 1:30 P

4 Orco Parkway -

’s?m?; Analysis Data: mn:.s

Riverside, CA 92609 Colocted:  EFiBR04
| Projoct: 14488 Turner Rd, ViciorvilleH42123 )

Test Report: Asbestos Analysis of Bulk Materials via EPA 600/R-93/116 [5othod using
Polarized Light Microscopy

IANTITOD02S 2 Het
2-02-Drywail I‘DtMIHJI;H Brown/White 10% Cellfiose 0% Non-fihrous {other) Nona Delocted
Composiie] Fibrous
SAGTTITE 0029 Heteroganaous
* Np JC present for anefysio.
2.03-Drywall Drywall + Joinl Brown/White 20% Cellutone 75% Non-fibrous (gther) None Detected
Fibrous 855 Glass
221417976-0025 Helerogenaous
2:03-Joint Drywall < Joint White 100% Non-fibrous (other) Nona Datected)
Compound Non-Fibreus
SHISTTITBL025A Heterogeneous
204 Paper Brown/3nay 80% Celluloss 20% Non-ilbzous {other) None Detected
s -
206 Stucon CeayPeach 100% Non-fibrous (other) Nono Detected
oy TS
206 Shucco GrayiWhitz/Pegch 100% Non-fibrous ¢othar) None Dotected
21071700020 (Composite) m
Analyst{s)
Ofivia Santiago (30) memmmﬂmmm
Rosa Résndaza {12} " gy ¢ther epproved signatory

and notbe mm.mmwwm EAEL bnora 02
mm;mwsmaa?u. mmﬁmmmmmw&w wwdﬁs o T b " 1
mmmcmwm.mwmwuwmm WauMMMMammmmm
mRrommends reducton petar to analysia. mmnmmmmm wm.mmmmmwmum
raguastod by mmmmmmmummalmmunmm.mmum
']

mmuu?mmmmmmmmmmm

( Tndtial repont from CO/Zai2014 15:48:28
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LA Testing Order: 321417178
GCustomeriD: 32INFO50

CustometPO!
ProjectiD:
(atn: Michaei Nieuwiandt Prone (951) 685-5063 )
infotox, Inc.
Racelved: 08/48i4 130 PM
;ﬁ:e 3!’60 Parkway i .
Riverside, CA 92509 Cuipcted:  BMAR0H
L Froject: 14489 Tumier Rd. Victorviiiali42123 )

Test Report: Asbestos Analysis of Bulk Materials via EPA 600/R-83/116 Method using
Polarized Light Microscopy

2 T-paee Cogt Siucco Gray 100% Non-fibrous {other) None Detocted
204171760020 mm'“”m‘m
208 Roof Mestic GrayfBlack #8% Non-fibrous {other) 18% Chrysotiie
TSN Heterogeneous
208 Roof Materia! CrayfBlack 70% Non-fibrous (ather) Nons Dsetected
SIITITS 0 seunmm .
210 Roof Felt Brows 80% Celluloss 20% HNon-fibrous (ther) Hons Detoctod
monmone mw' Drous
211 Roof Maierial Whita/Blaoik 20% Giass B0% Non-flprous (cinad) Kone Detoctes)
S241T178-0053 MI .
212 Roof Felt Blgok 80% Celluicze 40% Non-fbrous (other) None Detected
— e
P01 Plaster ) Gray/White 100% Non-Ghrous {other) <{% Chryactile
(Composits] Fibrous
IATTITR0005 viplerogenanus
Analysiis) 7
Olivia Santiago (30) Jerry Deapels Ph.D, Laboreiory Managar
Rosa késndoza (12) o7 oither spproved signatory

BV mretnicine Gebidtty (imiied ensiysia. Tits pegom relains ny ot campise reparied end mummmmmmwwm E8L bearamd

mmwmm%%ummms 'wmudamﬁmmmumm Tide rapoh tmust frot ba used by tha dlant o cleim

mﬁm huﬂ:b. &Mhmmmuﬂ othorvise noisd. Setmatsd @OOUFEDY, mmwm&wmuum%mm
Lo ]

MWWMWMW mmmmumwhﬂmmwunmmnﬂmmum

Gempius gnalyzad by LA\ Taoing Seuth Pesadana, CANVAP Lsd Code 2007320, CA ELAP 2383

[ iniial report from GR/232014 16:48:28

]
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LA Testing Order: 321417178
CustomeriD: 32INFOSO

fo0.com ProjectiD: J
l’m Michaei Nieuwlandt Phone: (351) 686.608
Infotox, inc. Fax
: Recelved: 28718114 1:30 PM
;ﬁi':e?lrco Parkway Analysls Date:  /28/2014
Riverside, CA 92508 Collocnd:  SHU014
P {4489 Turner Rd. Victorvillaii42123

Test Report: Asbestos Analysis of Bulk Materials via EPA 600/R-93/116 Method using
Polarized Light Microscopy

Analyst{s)
©iivia Saniiago (33) Jermy Drapala Fh.D, Laberstory iienager
Boea Mendoxs (13} or other approved signatery

EMEL meipteina Bebility tievited [ repart falgias camsles reportad end ot B2 repreduad, MMMWWM EMEL
umuuamwuw%mumﬂnﬁlﬂ&pmwmdmmw oftha clionl. Tipla Fepenl st not be used by the cliert & daim
mm«wum.mm%muumw Wmmwwummmmm
reguegied by mmmmmmwnmm.mnwmmmmmmmg
wmwummmmmmmmumm

ﬂnml yeport from 08/23/2014 15:48:28
Test Report PLM-7.28.9 Frinted: ©/25/2014 3:48:28 PM
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Orderib: 321417178

PORL-Ak 0 Mrmmm '
£ NIOSH 7430

mw«(«sﬁ
PLM EPA NOB (<1%) .

Point Cout

01 400 (<0.25%) L 1000 (<0.1%)
Point Count wiGravimetrc -

1400 (<028%) {1 1000 {<0.1%}
£1 Mve 190.1 (Msbiein NY)

[ NYS 1088 NOB tron-Hlabie-NY)

llL”"-llﬂ-U_f"_lll L“"Z-hil[ 1"""-

D wi OBHA Biy. TWA

Al Tane (A7) Spl

E_L I B
i &d "“_llllJ; ) llll ""-lll_l

] PLM CARB 436 - A (0.25% senaivily)
L PLM CARD 436 - B (0. 1% ssinsiviy)
(] TEM CARS 435 - B{0.1% ssnsitvly)
[ TEM QARS 438 - C (3.01% sanslivly)
] 7EM Cyul. vin Fitration Tedhwicue




OrderID: 321417178
Pl of 3

321417178 Bulk SampleData Sheet

Company Name:  Infofox, lne. - Lab 1D #
Project Numbers /#2123 Number of Bampiess _ 57
Projoct References / $4PP FURAER LD, VICRLVICAL

Contsets _Mike Niswwiandt ; Phone #: (951) 685-5053  Fail (951) 277-3343

2-2{ : L TP AT

Page 2 Of. 3



0rderID=@9321417178 1 7 8

g 3 of 3

“422**"" Bulk Sample Data Sheet
Company Name:  Infoiox, Inc. Lab D%
Projeci Numbar: _/ Y2123 | Number of Sampiest ___8°7 ;

Project Bsference: /YY'PS TULAEL R D - V) D Rt 74

-

Page 3 o0of 3
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Asbestos Unit
2424 Arden Way, Sulte 495

a

ENT OF INDUSTRIAL

VT :
Division of

CA 958232417

(916) 574-2993 Office  (916) 483-0572 Fax

1k S

2ty

207010274C 13
July 14, 2014
Michael A Nieuwiandt
23504 Cantara Rd.
Temescal Valley “CA 92883

Dear Certified Asbestos Consultant or Technician:

Enclosed is your cettification card, To maintain your certification, you must abide by the
rules printed on the back of the certification card.

Your certification is valid for a period of one year. If you wish to renew your certification, you
muet apply for renewal at least 60 deys before the expiration date shown on your card.
[8 CCR 341.15(h)(1)).

Please hold and do not sand copies of your required AHERA refresher renewal certificates fo
our office until you apply for renewal of your certification. -

Cartificates must be kept curmant i you are aciively weriing as a CAC or CSST. The grace
_ is only %or these whe ere not actively werking &e an gebastos consulient or site
surveiianecs tschnician. ,

Please contest our office at the above address, fax number or email; of any changes in your
contect/maiiing information within 18 days of the change.

Attachment: Certification Card

cc: File

Resswel - Card Attachad (Revised 10/24/2012)







